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Test Certificate
Ce(ifl cate No, AS-20C-201 41

Assessment
The impact test examination was canied out according to EN1177: 2018 with the HIC lmpact Meter
'HICLab Professional" by HE-Datentechnik of a test sample 1.00x1.00m wih a tohl thickness of 100mm
(SBR 90mm, EPDM 1Omm).

Confirmation
Based on the scope of our examination, specifted in the related report,
it is hereby confrmed that the flooring product PAGplayl00 System is suitable for a critical falling height
of 3.00m.

This is to certiry that the prcduct mentioned here above has been tested by competent Expert Enginee(s)
according the competency matrix.

Approvedby,Wf
Head of Amusement Rides TS ME

Date: 05.12.2020

TUV SUD Middle Easl L-1.C., P. O. Box: 2834, Empire Heights Tower A, Eusjness Bay Dubai, UniteO nraO emiratesf(j\/'O
Website: www iuv-sud ae I Email: info@tuvsud com lTel No.: +S71-4-447-3113lFa>< No.: +9714-447-3112

PAGplayl00 System

Flooring Product

tUV SUO miOab east L,L.C., Dubai, U.A.E.

PAG Flooring Systems GmbH

TSME20069
Inspecilon Cenifr cate Validity

21.11.2023

RdaM DocumentG)

Test Report - HlGLab Professional by HE.Datentechnik - lssued by TUV SUD Middle East L.L.C.
dated 21.11.2020

Confirmation of PAGplay 100 System with ENl177: 2018 allowing a critical fall height of 3.00 m
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